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TEST REPORT

Report Number: 9A307002418

Application Date: 13 NOV 2008

Issue Date: 28 NOV 2008

Laboratbry: Sixth Division

Address: 4 Chinan Road, Section 1, Taipei, 100, Taiwan
Applicant: CHANG YOUNG PLASTICS CO.,LTD

Address: IF,B BLDG.NO.42-3 SINLE RD.TAINAN TAIWAN
Product: PLASTIC WATER BOTTLE

Specifications: Polypropyene resin

Model: (Null)

Results of the test are detailed in the attached page(s) and apply only to the sample(s) tested.
This test report contains 2 pages and cannot be reproduced, except in full, without the

written approval of the laboratory.

C.C. Liow

Signatory of Report

S.D.]Atbﬂy

Head of Laboratory

5.0, Jhang .,

Authorized Signatory - Director General
The Bureau of Standards, Metrology and Inspection




TEST REPORT

Report Number : 9A307002418 Page: 2 of 2 Page(s)
Applicant : CHANG YOUNG PLASTICS CO..LTD
Product : PLASTIC WATER BOTTLE
Specifications :  Polypropyene resin
Model : (Null)
Application Date : 13 NOV 2008 Completion Date: 27 NOV 2008
Test ltems | Results
- | Leaching test:
Distilled water,95°C ,30min.
Consumption of potassium permanganate | Less than 1.0ppm
Evaporation residue 6ppm
4% Acetic acid,95°C ,30min.
Evaporation residue 8ppm
Heavy metal(calculated as Pb) Less than 1ppm
20% Ethanol,60°C ,30min.
Evaporation residue 8ppm
Heptane,25°C ,60min.
Evaporation residue 2ppm

S -I‘l; .est was carried out with reference to CNS12221.

2.According to the applicant's request to add sample drawn by:
CHANG YOUNG PLASTICS CO.,LTD.

3.In case of any question regarding this report, please contact the

Chemical Testing Section of Sixth Division. (TEL:886-2-23431869)




