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BUREAU OF STANDARDS;METROLOGY & INSPECTION
MINISTRY OF ECONOMIC AFFAIRS
REPUBLIC OF CHINA

4, SEC. 1 CHINAN ROAD,
TAIPEI, TAIWAN, R. 0. C.
TEL: (02)23431700 FAX:(02)23921441

TEST REPORT

Application No: 9A301000445
Application Date: 3 APR 2002
Issue Date : 25 APR 2002

Applicant: YUNG CHANG PLASTICS CO., LTD
Address : (Null)

Type of Test : Commissioned Inspection

Product - PS PLASTIC PITCHER

Specification: (Null)
Model : (Null)

The test of the product above is conducted at The Sixth Department of BSMI.
Please find the results as enclosed.

This test report relates only to the sample tested.

This test report contains 2 pages. The date of this test report are strictly
prohibited from being altered or partially abridged by the holder of this report.

§. M. SNU Tospector, Sixth Depariment (1)
Bureau of Standards, Metrolegy and Inspectien,
Miniowy of Economic Affairs _
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Director, The Sixth Depqrtnent,
Authorized by the Director General of
Bureau of Standards, Metrology and Inspection



BUREAU OF STANDARDS, METROLOGY & INSPECTION
MINISTRY OF ECONOMIC AFFAIRS
REPUBLIC+OF CHINA

Application No: 9A301000445

Applicant : YUNG CHANG PLASTICS CO.,

Product : PS PLASTIC PITCHER
Specifications : (Null)

Model : (Null)

Application Date : 3 APR 2002

Page :
LTD

1 of 1  Page(s)

Completion Date : 22 APR 2002

Test Items

Results

Leaching test :

Consumption of potassium

permanganate

(Distilled water, 95°C, 30min)

Evaporation residue :
Distilled water, 95°C, 30min
4% Acetic acid, 95°C, 30min

Heavy metals(as Pb)

(4% Acetic acid, 95°C, 30min)

0. 2ppm

0. 5ppm

1. 5ppm
Less than 1ppm

Test Description :

1. The tests were carried out in accordance with CNS 12221.

2.Al1 the test items were carried out by PLASTICS INDUSTRY DEVELOPMENT
CENTER as the commissioned testing institution on behalf of BSMI.

3. Samples drawn by YUNG CHANG PLASTICS CO., LTD.




